Technical product data / Techniniai produkto duomenys

SWISS
peart.

Facade panel / Fasadinés plokstés

Swisspearl® Largo Carat

Fiber cement flat sheets / Pluostinio cemento plokstés
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TDB 0113

Resistance to ageing and to chemicals

IAtsparumas senéjimui ir chemikalams

Similar to unreinforced concrete. Normal salted air
environment (coastal areas) does not affedt the
functional performances of the panels.

PanasSus j gelzbetonj. Natdrali sGri oro aplinka (jarinés
pakrantés zonos) neturi jtakos plok$&iy savybéms.

Coating
Visible facel
Back facel
Padengimas
Matoma pusés|
Vidiné pusé

Core colored panel with brushed surface structure
2-component polyurethane coating

Water-resisting (hydrophobic) coating

Dazyta maséje ploksté su Slifuoto pavirSiaus struktira
Dvikomponenté poliuretano danga

Atspari vandeniui (hidrofobiné) danga

Usable format (maximal value) length and width (mm) 3050
Naudojamas formatas (maksimalus dydis) ilgis ir plotis (mm) 1250
Tensile bending (MPa)
Minimum strength lengthwise to fibre (5 % fraction) Minimum
strength crosswise to fibre (5 % fraction)
Minimum (5 % fraction) lengthwise and crosswise 7 days dry 18.6
Design value 28.1
Atsparumas lenkimui (MPa) 23.4
Minimali jéga iSilgai pluosto (5 % frakcija) 8.9
Minimali jéga skersai pluosto (5 % frakcija)
Minimali jéga skersai ir iSilgai pluosto (5 % frakcija) 7 dieny sauso bandinio
Projektine reiksmé
Fire classification (according to EN13501-1)
Degumo klasé (pagal Standarta EN13501-1) A2-s1,d0

Fire performance
Degumo savybés

Non-inflammable, incombustible
Nedegus, atsparus ugniai

Apparent density (g/cm3)

Minimum 1.8
Tankis (glcm3)
Minimalus
Compressive strength (MPa)
Minimum (5 % fraction)
Atsparumas slégiui (MPa) 40
Minimali reik§meé
Young‘s modulus (MPa)
Average 15000
Elastingumo modulis (MPa)
Vidutinis
Shrinkage (mm/m)
Longterm shrinkage, dry - wef]
Plétimasis (mm/m) 1.0

llgalaikis plétimasis, sausas - Slapias




Coefficient of thermal expansion (1/K)

6 mm plokstés
8 mm plokstés

Svoris (kg/m2)

12 mm ploksteés|

Temperatirinio plétimosi koeficientas (1/K) 1.00E-05
Moisture expansion (mm/m)
air dried - humid| 0.5
Drégmeés plétimas (mm/m)
sausas - drégnas
Heat conductivity (W/(m-K))
Silumos laidumas (W/(m-K)) 0.56
Moisture content (M.-%)
Maximum value on dispatch ex works 6.0
Drégmés kiekis (M.-%)
Maksimali reikmé pakrovimo ex-works metu
IArea density (kg/mz) 6 mm sheet
8 mm sheet -
12 mm sheet| 17.0

Frostresistance according to EN 12467
Atsparumas Salc€iui pagal EN 12467

Comply with category A
Atitinka kategorijg A

Heat resistance
Temperatirinis atsparumas

Guaranteed up to -40 °C and + 80 °C
Garantija- 40 °C ir + 80 °C

Moisture content in equilibrium (M.-%)
at 20 % relative air humidity
at 95 % relative air humidity

Vidutiné reiksmé

4.0
Pusiausvyros drégmeés kiekis (M.-%) 10.0
esant 20 % santykiniam oro drégnumui .
esant 95 % santykiniam oro drégnumui
Water absorbtion capacity (M.-%)
Average value
Vandens jgeriamumas (M.-%) 14.0

Light fastness

Spalvos stabilumas

Comply accrding to ASTM G 155-05
Atitinka ASTM G 155-05

Water vapour diffusion
Vapour diffusion conductivity, wet (mg/m h Pa)

Vapour diffusion resistance index

Diffusion equivalent air layer thickness (m) (8 mm sheet)

Vandens gary difuzija
Gary difuzijos laidumas, $lapias (mg/m h Pa)
Gary difuzijos atsparumo indeksas
Difuzijos ekvivalento oro sluoksnio storis (m) (8 mm plokstés)

0.00328
220
1.75






